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Abstract: Different communication mechanisms can be switched 

within a copolymer by acting on the conformational composition of the 

components and their chirality. Thus, a Sergeant and Soldiers effect 

is produced in two diastereomeric copolymer series —poly[(S)-1r-co-

(S)-2(1-r)] and poly[(R)-1r-co-(S)-2(1-r)]— due to the presence in 

chloroform of a preferred conformation in (S)-2, and a conformational 

equilibrium in 1, where a P helix is induced independently of the 

absolute configuration of the Soldier. In THF, the presence of a 

conformational equilibrium at the pendants of the two components 

produces a reciprocal chiral enhancement effect by copolymerization 

of the two monomers, while in DMF, a third chiral to chiral 

communication switch is produced due to the presence of a single 

conformer at the pendant group of the two components. In such case, 

a Chiral Conflict or Chiral Accord effect is produced depending if the 

two components induce the same or the opposite helical sense. 

Introduction 

Dynamic helical polymers, such as poly(phenylacetylene)s 

(PPAs), are a fascinating family of long chain macromolecules 

whose helical scaffold (sense and/or elongation) can be modified 

by the action of different external stimuli.[1-10] This phenomenon 

has been shown to allow the selective conversion of axially 

racemic polymers —composed by chiral or achiral monomers— 

into either of its two helical sense stereoisomers (M or P) by the 

action of solvents —polarity and donor parameters—, metal ions, 

chiral molecules, temperature or pH.[11-20] On the other hand, if the 

starting polymer adopts a preferred M or P helix once is prepared, 

those stimuli can be used to produce structural modifications such 

as screw sense enhancement or helical inversion.[1-20] 

An alternative way to induce a single-handed helical structure in 

an axially racemic polymer without altering the environmental 

conditions was described by Green and coworkers and denoted 

as Sergeants and Soldiers effect.[21-26] They copolymerized an 

achiral monomer (Soldier, major component) with a small amount 

of a chiral monomer (Sergeant, minor component), and found that 

the M or P helical sense of the copolymer was determined 

exclusively by the (R)- or (S)- chirality of the Sergeant.[21-32] In the 

Sergeants and Soldiers effect,  the origin of the helical induction 

lies on the conformational restriction suffered by the Soldiers as a 

result of the preferred conformation adopted by the Sergeants. In 

addition, the combination of the Sergeants and Soldiers effect 

with the dynamic behavior of helical polymers makes possible the 

selective interconversion of a copolymer into its M or P helices by 

the action of external stimuli operating on the Sergeant moiety, 

which commands the Soldiers to adopt one helicity or the other.[30] 

Thus, doping the achiral homopolymer with a small amount of an 

adequate chiral Sergeant is a very convenient way for the 

preparation of single-handed helical structures, with applications 

in fields such as sensing,[33-34] chiral stationary phases[35-36] or 

asymmetric synthesis[37-38] among others. 

A step forward in the study of communication mechanisms along 

polymeric chains arises from the copolymerization of two chiral 

monomers. The resulting copolymer allows us to explore not only 

which monomer rules the helix, but also how their absolute 

configurations affect the final helical structure. Our group has 

recently found that when a chiral monomer with no conformational 

preference —chiral Soldier— is copolymerized with another chiral 

monomer that exhibits a preferred conformational composition —

chiral Sergeant— (Figure 1), the resulting copolymer is governed 

by the classical Sergeants and Soldiers effect.[39-40]  

In this way, this “chiral-to-chiral Sergeants and Soldiers effect” 

allows the preparation of four diastereomeric copolymers from 

chiral Sergeant (Sgt.)/chiral Soldier (Sold.) pairs —[poly-[(R/S)-

Sergeant-co-(R/S)-Soldier]—. In each copolymer, the helical 

sense is defined by the chirality of the Sergeant, while the chirality 

on the “surface” of the helix depends on the chirality of the Soldier 

exclusively. For instance, if the (R)-Sgt. commands a left-handed 

(M)-helix, both (R)- and (S)-enantiomers of the Soldier adopt that 

(M)-helix although their intrinsic chiralities are the opposite 

(Figure 1b). However, if the enantiomeric form of the Sergeant —

(S)-Sgt.— is used, a (P)-helix is induced with either of the 

Soldier's two enantiomeric forms —(R)- and (S)-Sold.— (Figure 

1).[39] 

In addition to the chiral-to-chiral Sergeants and Soldiers effect, 

our group has also described a new chiral communication 

phenomenon different from the classical Sergeants and Soldiers 

effect.[38-41] In the copolymers in which this phenomenon occurs, 

the two enantiomeric forms of the Sergeant activate the same 

conformation in the chiral Soldier and as a result, the helix is ruled 

by the absolute configuration of the Soldier and not by the 

enantiomeric form of the Sergeant. For instance, according to this 

mechanism, denoted as Chiral Coalition effect, [40] all the 

copolymers made by the same (S)-Sold. —in the example shown 

in Figure 2— show an M helix regardless of the (R)- or (S)-chirality 

of the Sergeant. To prepare the opposite P sense in the helix of 
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the copolymer, the enantiomeric Soldier has to be used, 

independently of the absolute configuration of the Sergeant.[40] 

Figure 1. (a) Axially racemic polymer obtained from a chiral monomer —m-(S)-
1— that is used as Soldier in the copolymers. M and P helices arise from two 
different conformations of the chiral monomer. (b) Conceptual representation of 
the chiral-to-chiral Sergeants and Soldiers effect using Sergeants with either 
(R)- or (c) (S)-configurations. In the last two cases the same (S)-configuration 
of the Soldier is employed. Those same helical senses are obtained when the 
(R)-Soldier is employed with those same enantiomeric Sergeants. [Sgt.= 
Sergeant, Sold.= Soldier]. 

The combination of the classical Sergeants and Soldiers effect 

(chiral Sgt./achiral Sold.) with external stimuli has proven to be 

very useful to make copolymers with P or M senses.[30] However, 

this helix inversion process does not work well in copolymers 

where the two comonomers are chiral because once an external 

stimulus is added, the chiral-to-chiral communication is disrupted, 

decreasing the screw sense preference in the copolymer.[39] As a 

consequence, it is not possible to obtain the two P and M helical 

senses from the same copolymer. To that end and to date, it is 

necessary to prepare two different copolymers with opposite 

configurations at the Sergeant. 

Herein, we will show that different chiral-to-chiral communication 

mechanisms can be activated within a chiral copolymer chain by 

acting on the conformational composition of the co-monomer 

used as chiral Sgt. Moreover, the chiral enhancement effect 

induced in the copolymer will also depend on the relative absolute 

configurations between the Sergeant and the Soldier. As a result, 

for a single chiral Sgt./chiral Sold. pair, it is possible to activate a 

complete set of communication mechanisms: Chiral-to-Chiral 

Sergeants and Soldiers effect, Chiral Coalition, Chiral Conflict, 

Chiral Accord and also a synergistic chiral enhancement effect. 

 

 

Figure 2. (a) Conceptual representation of the Chiral Coalition effect using 

Sergeants with either (R)- or (b) (S)-configurations. The same (S)-configuration 

of the Soldier is employed in both cases and (M)-helices are obtained. (P)-

helical senses arise when the (R)-Soldier is employed with those same 

enantiomeric Sergeants. [Sgt.= Sergeant, Sold.= Soldier]. 

Results and Discussion 

To perform these studies, the 4-ethynylanilides of (R)- or (S)--

methoxy--phenylacetic acid (MPA) were chosen as chiral 

Soldiers [monomers (R)- or (S)-1] (Figure 3),[42-47] while the 4-

ethynylanilide of the (S)-mandelic acid (MA) was selected as 

chiral Sergeant [monomer (S)-2].[48] The difference between these 

two monomers is one substituent at the chiral carbon. Thus, while 

monomer 1 bears a methoxy group, monomer 2 possess a 

hydroxyl group (Figure 3a and 3b). However, this only apparently 

small difference between the two monomers produces a large 

difference in the dynamic behavior of the corresponding 

monomers and homopolymers.[48]  

Monomer 1 [(R)- or (S)-Sold.] is known to have two main 

conformations at the (O=)C-C(-O) bond in low polarity solvents: 

one with an antiperiplanar (ap) orientation and the other with a 

synperiplanar (sp) orientation between the carbonyl and methoxy 

groups, in a ratio close to 1:1 (Figure 3a).[46]  

This conformational equilibrium is also present in their 

corresponding homopolymers [poly-(R)-1 and poly-(S)-1], 

producing in each of them equal amounts of cis-cisoidal P and M 

helices. As a result, axially racemic and optically inactive (null CD) 

materials are generated despite the configuration of their 

stereogenic carbon centers[46] (Figure 3c). On the other hand, in 

polar solvents, the equilibrium is shifted towards a sp 

conformation which induces a screw sense excess towards an M 

helix for poly-(R)-1 and a P helix for poly-(S)-1. These polymers 

can be transformed into chiral materials by the action of external 

stimuli such as monovalent or divalent metal ions, which 

selectively induce P or M helices in poly-1 by fixing either ap 

(monovalent metal ions) or sp (divalent ones) conformations in 

the pendants.[46]  

On the other hand, monomer 2 [(R)- or (S)-Sgt.] has a major ap 

conformation at the (O=)C-C(-O) bond (Figure 3b), which can be 

shifted to sp by adding stimuli such as Ba(ClO4)2.[48] The 

homopolymer —poly-(R)-2— has a cis-cisoidal structure with a 

preferred M helical sense in low polarity solvents — ap pendant—, 

while a P helicity is induced in polar solvents due to the presence 

of major sp conformations at the pendants (Figure 3d). In poly-
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(S)-2, and due to its enantiomeric relationship with poly-(R)-2, a P 

helix is induced in low polarity solvents while an M helix appears 

in polar solvents (Figure 3d). 

Similar to what happens with the corresponding monomers, a 

conformational switch can be produced in the pendant groups by 

adding metal ions such as Li+ or Ba2+, which generate either a 

chiral amplification or a helix inversion in poly-2. 

These two monomers 1 and 2 meet all the necessary 

requirements to show an effective chiral communication 

mechanism along a copolymer chain as found in our previous 

studies:[37,39-41] 1) similar scaffolds for the parent homopolymers 

—i.e., cis-cisoidal—; 2) conformational flexibility at the Soldier —

highly dynamic poly-1—; 3) the presence of a preferred 

conformation at the Sergeant —screw sense excess in poly-2—; 

4) the same functional group used as connector between the 

pendant and the backbone in both Sergeant and Soldier —i.e., 

anilide—. 

 

Figure 3. Figure 3. Structure and conformational equilibrium between ap and 

sp conformations for monomers (a) (R)- and (S)-1 and (b) (R)- and (S)-2. (c) 

Structure of poly-(R)- and poly-(S)-1 and 2. (d) Schematic illustration of the 

helical structures adopted by the enantiomeric forms of poly-1 and poly-2 in low 

polarity solvents.  

Next, copolymer series poly[(S)-1r-co-(S)-2(1-r)] and poly[(R)-1r-co-

(S)-2(1-r)] (r= 0.9-0.1) were prepared by polymerizing mixtures of 

the chiral Sergeant [(S)-2] and the chiral Soldiers [(S)-1 and (R)-

1] in different ratios with [(Rh(nbd)Cl)2] (Figure 4). The other two 

diastereomeric copolymer series —poly[(R)-1r-co-(R)-2(1-r)] and 

poly[(S)-1r-co-(R)-2(1-r)] (r= 0.9-0.1)— bearing the (R)-

configuration of the Sergeant [(R)-2] were also synthetized 

yielding opposite helical senses due to their enantiomeric 

relationship (See Figure S19). 

 

Figure 4. Monomer and copolymer structures used in this study. 

NMR (vinyl protons, = 5.7– 5.8 ppm) and Raman (c.a. 1575, 

1340, 1004 cm-1) spectra indicated in all cases the presence of 

cis polyene backbones (see SI).[49-51] In addition, DSC 

measurements showed traces typical for cis-cisoidal polyene 

backbones (see SI).[53] 

NMR studies also indicated that chiral Soldier/chiral Sergeant 

monomer ratios in the copolymers were coincident with the 

feeding mixtures (see SI). Moreover, their random distribution 

within the copolymer chain was demonstrated by using the Kelen-

Tüdos[54-55] approach (see SI).  

The molecular weights of the copolymers were estimated by GPC 

(THF as eluent with polystyrene standards as calibrants; see SI 

for details) to be between Mn= 10000 and 40000 with Mw/Mn 

values in a 1.2-2.7 range. 

Chiral-to-chiral communication mechanisms in the poly-[(S)-

1r-co-(S)-2(1-r)] copolymer series 

CD spectra of the poly-[(S)-1r-co-(S)-2(1-r)] copolymer series in 

several solvents showed the existence of different chiral 

communication mechanisms between the two monomers, which 

depend on the individual dynamic behavior observed in the 

homopolymers of the two copolymer components (Figure 5 and 

SI).  

In this way, homopolymers poly-(S)-1 and poly-(S)-2 show in 

chloroform the formation of an axially racemic helix and a well 

folded P helix respectively (Figure 5a).[56-58] CD spectra of the 

poly-[(S)-1r-co-(S)-2(1-r)] copolymer series show in this solvent the 

classical Sergeants and Soldiers effect, where the chiral Sergeant 

[(S)-2] is able to induce a P helix in the chiral Soldier [(S)-1] in a 

very effective way —just 3% of the chiral Sergeant [(S)-2] is 

enough to induce the maximum helical preference (CD signature 

at the vinylic region) in the copolymer chain, r= 0.03— (Figure 

5b).[55-56] From the mechanistic point of view, in chloroform this 

process is originated by the ap conformation of the Sergeant [(S)-

2] (Figure 5b),[48] which commands the Soldier [(S)-1] to adopt an 

ap conformation that in turn induces the same P helix orientation 

in the copolymer chain. The conformational composition at the 

pendants was determined by fixing their ap or sp conformations 

by addition of either monovalent or divalent metal ions (see SI).[46-

48]   

In THF, homopolymers poly-(S)-1 and poly-(S)-2 show CD traces 

indicative of a screw sense excess towards the P helices [ CD380 

(+)] (Figure 5a), [56-58] although their magnitude is moderate. This 

fact indicates a slight screw sense excess towards a P helix in 

both polymers. CD studies for the poly-[(S)-1r-co-(S)-2(1-r)] 

copolymer series in this solvent show that all the copolymers 

adopt a preferred P helix, although the magnitude of the CD 

[Rh(nbd)Cl]2

Et3N / THF

H

H n

NH
O

OR2

r 1-r

Poly-[(S)-1r-co-(S)-2(1-r)]

 R1= H, R2= Ph

Poly-[(R)-1r-co-(S)-2(1-r)] 

R1= Ph, R2= H

+

R1

CHIRAL SERGEANT

CHIRAL SOLDIERS

(S)-2

(R)-1, (S)-1

HN

O

OH
(S)-Sgt.

(R)-, (S)- Sold.

Copolymer series
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spectra is approximately twice that of the original homopolymers 

(Figure 5c).  

This chiral enhancement effect is observed in all the poly-[(S)-1r-

co-(S)-2(1-r) copolymer series, independently of the copolymer 

composition, which indicates that an effective chiral 

communication mechanism is being produced within the 

copolymer chain. In this way, a synergistic chiral enhancement 

arises due to a reciprocal stabilization of the ap conformers in both 

monomer repeating units —(S)-1 and (S)-2— once they are 

copolymerized. 

 

Figure 5. a) CD spectra, helical sense and major conformations at the pendants 

for poly-(S)-1 and poly-(S)-2 in low polar (THF and CHCl3) and polar solvents 

(DMF). CD studies of the poly-[(S)-1r-co-(S)-2(1-r)] series in (b) low polar (CHCl3), 

(c) low polar (THF) and (d) polar (DMF) solvents highlighting the conformational 

composition of the copolymer components. ECD and UV-Vis measurements 

were performed in a 1 mm quartz cuvette. Concentration of homopolymers and 

copolymers = 0.3 mg/mL. 

Finally, analogous studies were carried out in polar solvents such 

as DMF or DMSO. In these solvents, homopolymers poly-(S)-1 

and poly-(S)-2 adopt helical structures with an M screw sense 

preference. Interestingly, in this solvent the magnitude of the CD 

spectra is greater for poly-(S)-1 than for poly-(S)-2, which 

indicates better folding for the first one. 

CD studies of the poly-[(S)-1r-co-(S)-2(1-r)] copolymer series in 

DFM show a lack of communication between the two components 

of the copolymer. The CD spectra of the different copolymers 

along the series vary with the copolymer composition and agree 

with the magnitude of the parent homopolymers. This lack of 

communication between chiral monomers that promote the same 

helical sense into the copolymers is denoted as Chiral Accord.[59] 

Thus, within a single chiral copolymer series, three different chiral 

communication mechanism are observed —Chiral-to-Chiral 

Sergeants and Soldiers effect, Reciprocal Chiral Enhancement 

and Chiral Accord—, which are activated depending on the 

conformational composition at the pendant groups. 

2.2. Chiral-to-chiral communication mechanisms in the poly-

[(R)-1r-co-(S)-2(1-r)] copolymer series 

CD spectra of the diastereomeric poly-[(R)-1r-co-(S)-2(1-r)] series 

showed again the existence of different chiral communication 

mechanisms between the two monomers in solvents with different 

polarity and donor ability such as CHCl3, THF or DMF (Figure 6 

and SI). Interestingly, the chiral communication mechanisms that 

arise between the two comonomers —(R)-1 and (S)-2— depends 

again on their conformational composition in the corresponding 

homopolymers. 

Thus, in chloroform, poly-(R)-1 is formed by a mixture of P or M 

helices in an equal population due to the existence of an 

equilibrium between two different conformers in the pendant 

group (sp/ap), that induce opposite helical sense in the PPA 

(Figure 6a).[46] On the other hand, poly-(S)-2 adopts in chloroform 

a screw sense excess towards a P helix due to the presence of a 

preferred ap conformer at the pendant (Figure 6a).[48] 

CD studies of the corresponding poly-[(R)-1r-co-(S)-2(1-r)] series in 

chloroform show the activation of the Sergeants and Soldiers 

effect and that the chiral Sergeant [(S)-2] is able to induce a P 

helix [CD380(+)] in the chiral Soldier [(R)-1] in a very effective way 

(r= 0.03). From a mechanistic point of view, Sergeant [(S)-2], 

which adopts a preferred ap conformation at the pendant and 

induces a P helix on the copolymer, is able to command a sp 

conformation on the Soldiers [(R)-1] that also induce the same P 

helix on the helix (Figure 6b). 

On the other hand, in THF, homopolymers poly-(R)-1 and poly-

(S)-2 show CD traces indicative of screw sense excesses with 

opposite helicities —poly-(R)-1 M helix [ CD380 (-)]; poly-(S)-2 P 

helix [ CD380 (+)] (Figure 6a)—. The helix induction in both 

homopolymers, poly-(R)-1 and poly-(S)-2, is modest, indicating a 

low excess of the ap conformer at the pendant group. CD studies 

of the poly-[(R)-1r-co-(S)-2(1-r)] series in this solvent reveal that 

different communication mechanism have been triggered 

depending on the monomer ratios within the copolymer chain, 

resulting in the magnification of the CD trace towards either a P 

or M helices (Figure 6c). For instance, all the copolymers in a the 

poly-[(R)-1<0.3-co-(S)-2>0.7] range adopt a helical structure with a 

preferred P sense commanded by monomer (S)-2 and where the 

folding of the parent poly-(S)-2 can be improved in the order of 

200-300% by doping it with monomer (R)-1. On the other hand, 

those copolymers containing monomer (R)-1 in a ratio higher than 

90% —poly-[(R)-1>0.9-co-(S)-2<0.1]— produce an M helix 
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commanded by monomer (R)-1, and where the folding of the 

parent poly-(R)-1 can be improved in by 200% by doping it with a 

small amount of monomer (S)-2 (3-5 %) (Figure 6c). This fact 

indicates that a large chiral enhancement towards the P or M 

helical senses in THF can be activated throughout the poly-[(R)-

1r-co-(S)-2(1-r)] series by playing with the monomer ratios.  

Finally, CD studies of the poly-[(R)-1r-co-(S)-2(1-r)] series were 

carried out in DMF. In this solvent, the corresponding 

homopolymers show well-folded helical structures with opposite 

helical senses and similar magnitude —poly-(R)-1 P helix [ CD380 

(+)]; poly-(S)-2 M helix [ CD380 (-)] (Figure 6a)—. This fact 

indicates that the conformational preferences in both 

homopolymers are similar and therefore also means that the 

strength of the two monomers within the copolymer chain should 

be similar.  

CD studies of the poly-[(R)-1r-co-(S)-2(1-r)] copolymer series in 

DMF show the absence of chiral communication between the two 

monomers (Figure 6d). In this case, a Chiral Conflict emerged,[41] 

where the two monomers forming the copolymer induce opposite 

helical senses within the copolymer chain and identical to those 

that they induce in the corresponding homopolymers —monomer 

(R)-1 induces a P helix, while monomer (S)-2 induces an M 

helix—, which shows the lack of communication between 

comonomers along the copolymer chain. 

Therefore, we could observe again along this copolymer series —

poly-[(R)-1r-co-(S)-2(1-r)]—, how different chiral communication 

effects —Sergeants and Soldiers, Chiral Enhancement or Chiral 

Conflict— can be activated depending on the conformational 

composition at the pendant groups. 

Conclusion 

In conclusion, we have demonstrated that different chiral-to-chiral 

communication mechanisms can be activated in a copolymer by 

playing with the conformational composition of the two 

components. Thus, if one monomer shows a preferred 

conformation in one solvent [m-(S)-2], while the other [m-(R) or 

m-(S)-1] shows an equilibrium between different conformers, a 

Sergeants and Soldiers effect emerges and all the copolymers of 

the two possible copolymer series —poly-[(R)-1r-co-(S)-2(1-r)] or 

poly-[(S)-1r-co-(S)-2(1-r)]— adopt the same P helical structure, 

independently on the absolute configuration of the Soldier [m-(R)- 

or m-(S)-1]. 

On the other hand, if the copolymer is made by monomers that do 

not produce well folded homopolymers, e.g., poly-1 and poly-2 in 

THF, copolymerization of those two monomers can result in a 

Reciprocal Chiral Enhancement effect. For instance, 

homopolymers poly-(S)-1 and poly-(S)-2 produced helical 

structures with poor P helical sense excesses in THF, which can 

be increased by 200% by copolymerization of the two monomers. 

On the other hand, if m-(R)-1 and m-(S)-2, which induce opposite 

helical senses, are copolymerized, the Chiral Enhancement can 

be produced in both directions, either P or M, depending on the 

monomer ratios within the copolymer.  

Finally, it was found that if the two monomers that form the 

copolymer are well folded, e.g., poly-1 and poly-2 in DMF, a lack 

of communication between monomers is observed producing a 

Chiral Accord when the two components induce the same helical 

sense —e.g., poly-[(S)-1r-co-(S)-2(1-r)], poly-(S)-1 and poly-(S)-2 

M helix — or a Chiral Conflict when the two components induce 

opposite helical senses —e.g., poly-[(R)-1r-co-(S)-2(1-r)], poly-(R)-

1 M helix and poly-(S)-2 P helix—. 

Therefore, it can be concluded that playing with the 

conformational composition of the two chiral components of a 

copolymer series, it is possible to activate/deactivate different 

chiral communication effects along polymer chains, which will 

allow us to enhance or decrease their folding at our convenience 

and depending on the potential application sought for the material. 

 

Figure 6. a) CD spectra, helical sense and major conformations at the pendants 

for poly-(R)-1 and poly-(S)-2 in low polar (THF and CHCl3) and polar solvents 

(DMF). CD studies of the poly-[(R)-1r-co-(S)-2(1-r)] series in (b) low polar (CHCl3), 

(c) low polar (THF) and (d) polar (DMF) solvents highlighting the conformational 

composition of the copolymer components. ECD and UV-Vis measurements 
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were performed in a 1 mm quartz cuvette. Concentration of homopolymers and 

copolymers= 0.3 mg/mL. 
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