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Abstract: The development of new materials based on hydroxyapatite has undergone a great evolu-
tion in recent decades due to technological advances and development of computational techniques.
The focus of this review is the various attempts to improve new hydroxyapatite-based materials. First,
we comment on the most used processing routes, highlighting their advantages and disadvantages.
We will now focus on other routes, less common due to their specificity and/or recent development.
We also include a block dedicated to the impact of computational techniques in the development of
these new systems, including: QSAR, DFT, Finite Elements of Machine Learning. In the following
part we focus on the most innovative applications of these materials, ranging from medicine to new
disciplines such as catalysis, environment, filtration, or energy. The review concludes with an outlook
for possible new research directions.

Keywords: hydroxyapatite; tissue engineering; bones; porous materials; biomaterials; regenera-
tive medicine

1. Introduction

The history of mankind is closely related to technological development. Depending
on the most characteristic resources or tools, we have spoken of the stone age, bronze, iron,
wood, coal, steel, petrol, and semiconductors. Nowadays, the confluence of techniques and
methods from disciplines such as physics, chemistry, biology or engineering has given rise
to what is known as materials science and within this discipline, and much more recently,
what are known as smart materials have emerged, i.e., materials designed and manipulated
to adapt and respond in a controlled manner to specific stimuli [1].

Traditionally, the development of materials has been based on the use of many ele-
ments and resources. Today, for the design of smart materials, many scientists have been
inspired by the elegant solutions offered by nature. Natural materials, or biomaterials, con-
sist of a small number of building blocks, which are therefore lighter and more abundant,
to design a huge variety of structures. The key lies in a hierarchical structure, i.e., different
levels of organization from basic units at the lowest level to much more complex ones at
higher levels. In this way, using relatively few building blocks, a great variety of minerals,
macromolecules, cells, organs and even persons have been created [2,3]. In this sense,
hydroxyapatite (HAP) is an example of unity and duality, a substance that is both a mineral
and a biological material. From the mineral point of view, it belongs to the apatites group,
with general formula Ca5(PO4)3X, where, depending on the element X, they are classified
as fluoropatite (F), chloropatite (Cl) and hydroxyapatite (OH). They generally crystallize
within the hexagonal rhombic prism with space group P63/m and unit cell dimensions:
a = 9.432 Å and c = 6.881 Å. The presence of crystalline calcium phosphate is what deter-
mines that it can crystallize into hydroxyapatite and betawhitlokite salts depending on
factors such as Ca/P ratio, hydration state, impurities, and temperature. The color of the
crystals can be neutral or vary from red to brown, due to iron oxide. HAP has a density of
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3.16 gcm−3, a hardness of 5 Mohs, a melting point above 1500 ◦C and in nature it is found
in sedimentary and metamorphic rocks. This mineral is one of the most exclusive minerals
and therefore, it is not easy to find deposits anywhere in the world. From the biological
point of view, hydroxyapatite and its precursors are present in different animal groups
from corals or starfish to vertebrates, where it is the main inorganic constituent of bone
tissues and dental enamel [4–6]. In living beings, it does not act alone. To fulfill its function,
it works together with collagen, which is a fibrous protein of the connective tissues.

It is common to show graphs with the evolution of the number of papers published
in a particular area. This type of representation does not reflect the weight that this area
represents within the major scientific disciplines. In fact, as Larsen and von Ins showed,
the number of publications between 1907 and 2007 has grown in all disciplines, due to the
increased number of publications in all disciplines due to several factors discussed in their
paper [7]. For this reason, in Figure 1, we show the number of papers where hydroxyapatite
and biomaterials were employed during the last 30 years. Representing both key words,
the weight of papers focused on hydroxyapatite remains intact despite the boom that the
area of biomaterials has experienced in the last years [8].

Figure 1. Scientific publications from 1990 to 2202 based on a Scopus database search performed in
March 2021 on the topics “Biomaterials” and “Hydroxyapatite” (TITLE-ABS-KEY).

In the field of biomaterials, HAP is classified as a bioactive material; that is, when it
interacts with biological entities it can form interfacial bonds that, more precisely, manifest
as chemical bonds between hydroxyapatite and the adjacent biological tissue. In fact, medi-
cal trials have underscored the biocompatible, bioactive, biostable and osteoconductive
capabilities of hydroxyapatite [9]. It is precisely these properties that have made it one of
the most widely used materials not only in those areas of medicine related to hard tissues
such as: traumatology, maxillofacial or dentistry [10,11], but also in orbital implants [12].
Within these areas there it can be found either as a monolith, coatings or as one of the
components of composites [13]. On the other hand, several recent studies have shown
the versatility of this material, either in its pure state or combined with other elements
in areas completely unrelated to tissue engineering such as: water purification, batteries,
drug delivery, catalysis, ion exchange, and sensors [14,15].

Consequently, the aim of this review is to evaluate and offer a general overview about
the current knowledge on hydroxyapatite based smart materials supplied by different
approaches. In the compilation of this review an attempt has been made to give appropri-
ate recognition to the current interest in most common and emergency applications, by
discussing such aspects as newer systems, unusual approaches and highly used techniques
including information about the physical principles and effectiveness of selected techniques
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(Scheme 1 depicts a flow diagram of the structure of this review). The development of
nano-hydroxyapatite-based systems has raised certain misgivings; despite being chemi-
cally the same, their reduced dimensions mean that they can be easily absorbed by cells,
creating adverse effects, such as cytotoxicity, induction of oxidative stress, apoptosis, and
inflammatory responses. Therefore, part of this summary focuses on the evaluation of these
systems. For this purpose, we have focused not only on the experimental point of view,
but also in the computational one. The review is organized by techniques with the same
format: beginning with a small introduction and a discussion of the specific approaches,
applications and papers that are mainly based on it. It is almost impossible to cover all
current techniques; therefore, we have chosen those more popular and accessible in most
laboratories all over the world. Further, because of space limitations and the recent upsurge
of interest in biotechnology and biomedical areas, the cited articles represent only a small
fraction of the total number published in recent years.

Scheme 1. Flowchart describing the structure of this review.

2. Main Routes of Hydroxyapatite Production

In the previous section we commented that there is natural hydroxyapatite that has
two major drawbacks: the presence of impurities is very high and the morphology and
texture, especially at the micro scale, are predetermined. In contrast to these compounds,
synthetic HAP offers the advantage of both purity and the possibility of selecting different
variables such as Ca/P ratio, porosity or hardness. Thus, the number of HAP synthesis
routes is large due to the different applications and the versatility of the material. There is
practically a route for each specific design or application, so depending on the needs, the
objectives can be to obtain HAP in powder, granular, macro- or microporous form, with
different degrees of crystallinity and so on.

Although there are different classifications of synthesis routes, most authors advocate
classifying them into three types: dry, wet, and high temperature processes [16–22]. Dry
methods are sub classified in solid state and mechanochemical methods. In solid state
methods, chemical precursors (such as Ca3(PO4)2 and CaCO3, CaP2O7 and CaCO3, or
CaHPO4, 2H2O and CaO) are calcined, between 900 and 1300 ◦C, to obtain HAP. Basically,
these processes involve the solid-state diffusion of ions from the precursors during cal-
cination [23]. In mechanochemical processes, the chemical reaction of the precursors is
induced by the action of mechanical processes such as milling or compression. The most
common equipment is mixer mill and planetary mill. Rotation speed and milling time
affect the obtained product: higher rotation speed increases crystallinity and crystallite size
but reduces the particle size and the agglomeration of particles. On the other hand, milling
time affects the HAP size and morphology. Generally speaking, dry processes ensure the
formation of stoichiometric HA (Ca:P = 1.67) but require much power and time. Moreover,
the products of such processes typically lack homogeneity [24,25].
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The wet processes involve HAP precipitation by mixing aqueous solutions of com-
pounds carrying Ca2+ and PO4

3−. It is the largest group, and the different routes are
classified as low-temperature chemical precipitation, hydrolysis reaction and hydrothermal
method [26–30]. The HAP obtained by the first method usually are porous and with inho-
mogeneous chemical composition. The last one provides well-crystallized powders with
homogeneous chemical composition [31]. In this type of synthesis, factors such as mor-
phology, crystallinity and chemical structure show an extreme dependence on the different
synthesis parameters such as reactant addition rate, concentration, drying/heat treatment
conditions, and, especially, pH and temperature. The order in which the reagents are added
for mixing is very important. The calcium should be added slowly to the phosphorus,
otherwise the formation of pure, crystalline hydroxyapatite is hindered. The residence
time plays an important role in the synthesis of pure hydroxyapatite. For short resting
times, dicalcium phosphate and undefined amorphous phases may appear in addition
to hydroxyapatite [32]. Sintering temperature and atmosphere are also relevant, as these
factors negatively affect the mechanical strength of HAP: high sintering temperatures cause
the removal of OH groups in the HAP matrix, converting part of the HAP phase into
α-tricalcium phosphate, β-tricalcium phosphate and tetracalcium phosphate. In addition,
this decrease in HAP phase causes the densification to disappear, negatively affecting the
mechanical properties [33]. The main advantages of these methods are that they are usually
the simplest and most economical routes. On the other hand, the by-product is mostly
water and the probability of contamination during synthesis is very low.

Due to the great impact that HAP has on materials intended for tissue regeneration,
it is important to highlight the impact of the synthesis route and methodology on the
viability and final functionality of the product [34]. In this sense, powders’ strength and
osteointegration are critical characteristics that depend significantly on their microstructure.
Therefore, the main challenge in the synthesis of HAP for medical purposes is to control
the morphological parameters that can affect its mechanical properties, biocompatibility
and bioactivity [35]. In this field it is important to bear in mind that bone tissue is not
uniform and has specific characteristics, for example compact or cortical bone, located on
the outside, is hard and dense, and its thickness varies according to the mechanical stress;
at the opposite extreme is cancellous or trabecular bone, which is generally located on
the inside of the bones and is characterized by being light and having a trabecular lattice
shape, with sufficient space to accommodate the marrow [36–38]. The great acceptance
of synthetic HAP in implants or prostheses lies in its high crystallinity and the absence
of carbonate, which leads to a much lower biodegradation compared to bone mineral
nanocrystals. In addition, synthetic HAP facilitates the formation of chemical bonds with
the host bone [39]. On the other hand, porosity control is crucial, as it provides a surface
chemistry that allows bone tissue ingrowth, improving the mechanical attachment of the
implant to the implantation site; in fact, if an implanted porous ceramic is progressively
replaced by natural bone, its biomechanical properties become more and more similar to
natural bone tissue. The importance of porosity in HAP implants has been previously
documented. Minimal pore size and connectivity is required for the growth of blood
vessels within the implant, a phenomenon known as osteoconduction [40–43]. Size is one
of the most critical characteristics of the pores, since: pores smaller than 10 µm prevent
cell access; pores from 10 to 50 µm allow penetration of fibrovascular tissue; from 50 to
150 µm allow bone penetration; pores larger than 150 µm allow bone penetration and
formation [44,45]. Additionally, bone tissue penetration has been found to be possible only
if pores are interconnected, but not in those that end blind [46]. Early studies conducted by
Korkusov et al. [47] demonstrated that porous HAP implants are not only biomechanically
stable, but in addition, there are no differences between the implanted and adjacent bone,
an increase in osteoblastic activity and the stiffness in bending increased during bone
healing was noted. Several authors stressed that the origin of the bioactivity of the HAP
lies in the affinity of the hydroxyl groups of HAP for the amino acids, proteins and organic
acids in the human body via hydrogen bonding [48]. One of the first papers documenting
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multistage pore formation appears in 1995, here the authors present to us the synthesis of
HAP tapes made from dibasic calcium phosphate and calcium carbonate. On the basis of
their experimental evidence, they conclude that the transformation of the starting powders
into stoichiometric HAP occurs in two stages. The first, at about 45 ◦C characterized by a
loss of water vapor from the calcium phosphate and a collapse of the original porosity. The
second stage, at around 800 ◦C, involves further water loss and carbon dioxide evolution.
The latter is associated with the decomposition of the calcium carbonate particles, being the
responsibility of the final porous structure [49]. Klein et al. [50] succeeded in forming HAP
cylinders of diameter 3.5 mm and length 7 mm, with a pore size distribution between 75 and
550 µm and between 45 and 60% porosity. Foaming methods were also employed for the
synthesis of macropores in HAP structures and obtained very good pore interconnection
and high porosity (60–90%) [51].

3. Particular Routes of Hydroxyapatite Synthesis

The idea of this subsection is to expose different alternative routes, which, although
they do not have the impact of the three major routes already exposed, offer interesting
opportunities that could have relevance in the immediate future. For example, biomimetic
synthesis approaches can offer several advantages over conventional inorganic synthesis
routes. In this sense, both new technologies and original and audacious approaches offer
multiple advantages at the environmental level, in the pursuit of specific objectives or as
contributions aimed at economizing certain process parameters (time, resources, energy,
pollution, etc.). On the other hand, the enormous amount of organic waste generated by
the food industry can offer a very interesting source of raw material.

Milovac et al. [52] transformed natural aragonite from cuttlefish bone into HAP by a
simple method based on hydrothermal transformation at 200 ◦C. The resulting product
retained the cuttlebone architecture preserving the natural well interconnected channeled
structure, Figure 2. This scaffold is suitable for cell attachment, proliferation and differ-
entiation. A mechanochemical process (ball milling and heat treatment at 1000 ◦C) was
applied to a mixture of recycled seashell and phosphoric acid to obtain high crystallinity
and bioactive HAP [53]. Hen’s eggshell was the raw material to get powder-like single
phase HAP in the form of globules from 4 to 5 mm, thermally stable up to 900 ◦C. SEM
data demonstrated that the globules consist of particles with an average size of about
30 nm [54]. The same source, eggshell, was also successfully used to synthesize a porous
nanohydroxyapatite/collagen composite scaffold similar to the extracellular matrices of
bone and cartilage tissues. For this purpose, HAP was nucleated in the collagen matrix.
The final size of the HAP was 10 nm, polycrystalline in nature and perfectly integrated into
the scaffold. The scaffold showed high porosity (95–98%) with high interconnection. In ad-
dition, the mechanical strength of the scaffold doubled with the incorporation of HAP [55].
Smooth egg-shell membranes were used as a support for the formation of hydroxyapatite
agglomerates in the form of a flower. The study, experimental and theoretical, shows the
driving force of ions, the effect of temperature, pH and time on the morphology and crys-
tallinity of the aggregates. These results provide important insights into the process of bone
formation [56]. A combination of natural bone and shrimp shell was employed as a scaffold
to be magnetically doped with Fe3O4 and Fe2O3 nanoparticle. Although the presence of the
nanoparticles reduced the porosity of the matrix, the composite showed a magnetization of
3.04 emu/g [57]. Bovine cortical bone was used after heat treatment in air at 800 ◦C and
milling to obtain HAP, then, proportional amounts of HAP and magnetic nanoparticles
(Fe3O4) were compressed at 50 MPa to create the pellets. The presence of the magnetic
nanoparticles in the scaffolds enhanced cell proliferation compared to pure hydroxyapatite
scaffolds [58]. Ding et al. reported a facile microwave-assisted hydrothermal preparation of
amorphous calcium phosphate porous hollow microspheres using adenosine triphosphate
disodium salt (Na2ATP), CaCl2 and soybean lecithin in aqueous solution. This route allows
modifying morphology and structure by adjusting temperature and concentrations. The
hollow microspheres are suitable for drug delivery purposes [59]. Pectin, obtained from the
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peel of prickly pear was used as scaffold to produce, in a simple and green method, uniform
HAP nanoparticles of around 25 nm. with improved antimicrobial activity towards the
test pathogenic S. aureus, E. coli bacterial strains and C. albicans [60]. Interesting work,
aimed at understanding the effect of amino acids on bone formation, was carried out by
Wang et al. [61]. The authors use glutamic acid and phosphoserine to modify the structure
of HAP nanocrystals. The crystals obtained without amino acids were needle-like, while
crystals synthesized in the presence of the amino acids presented a platy morphology with
a preferred crystal orientation on (300) face, indicating preferential adsorption and sup-
pression of growth in specific crystal directions. The adsorption of the amino acids on the
HAP surface was analyzed by molecular dynamic simulations and the results exposed that
amino acids may act as effective regulators in bone biomineralization. In this same line, the
dual role of acidic amino acids from non-collagenous proteins was also demonstrated [62].
The amount and place of absorption of the amino acid on the materials surface rules the
aggregation evens by promoting HAP crystallization at high concentrations and inhibiting
it at low concentrations. In addition, they can also change the morphology of the material
by creating chain-like (Figure 3a) or liquid-like aggregates (Figure 3b).

Figure 2. SEM images of cuttlefish bone (a,b) and cuttlefish bone after transformation into HAP
(c–f). (a) Transverse cross-section (b) Pores formed by convoluted pillar (c,d) Transverse cross-section
showing interconnected pores after transformation, (e) Aggregates of HAP and (f) dandelion-like
structures. With permission from Elsevier https://doi.org/10.1016/j.msec.2013.09.036 (accessed on
19 May 2021).

https://doi.org/10.1016/j.msec.2013.09.036
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Figure 3. Effect of amino acid concentration on HAP particles: (a) low concentration; (b) high concentration. (c) zeta
potential of the nanoparticles. With permission from Elsevier. https://doi.org/10.1016/j.jcrysgro.2020.125991 (accessed on
1 March 2021).

Hutchens et al. [56] demonstrated that bacterial cellulose provides a template for the
formation of biocompatible HAP spherical clusters, formed from an octacalcium phosphate
precursor similar to physiological bone, with anisotropic 10–50 nm crystals elongated
in the c-axis mimicking the geometry of bone apatite crystals. Different bile salts mixed
aggregates were used as templates of spongy-silica materials in an approach to simulate the
trabecular bone organization, from which under specific conditions the resulting materials
showed an open bioactive macropore structure [63]. Nie et al. incorporated HAP into
a poly(lactic-co-glycolic acid) (PLGA) matrix to prepare HAP/PLGA composites with
improved cell adhesion on the composites [64]. Cui et al. prepared (polyD,L-lactic acid)
PDLLA/HAP composites through the in situ growth of HAP in PDLLA, and a stable
interfacial bonding was formed between them, leading to an improved tensile strength and
Young’s modulus [65]. Additive manufacturing techniques provide flexible and precise
controls over the size and complex shape through a layer-by-layer process but the density
and mechanical properties with the printed base materials are often rare. In a recent study,
the authors were able to remedy this shortcoming by using digital light processing three
dimensional printing technology with mechanical results very close to the best obtained
from conventional ceramic processing and sintering [66].

Li et al. [67] developed a method to construct porous hydroxyapatite by dual-phase
mixing, in which the porous ceramic body and the pore-forming template are generated
simultaneously. For this, the authors used a mixture of two immiscible phases: HAP
slurry and polymethylmethacrylate resin. The mixture obtained is molded and subjected
to polymerization, drying, pyrolysis and sintering. By controlling parameters such as
viscosity, concentration ratio or mixing time and speed, it is possible to adjust porosity, pore
size and interconnectivity. The material obtained was tested and proved to be sufficiently
resistant for cell culture and implant handling.

Most of the production processes for 3D scaffolds are based on high temperature
sintering of HAP nanoparticles for several hours. However, these processes can modify
the physicochemical and biological properties of the nanoparticles, losing similarity to
bone tissue. To avoid these alterations, an alternative process has been proposed in
which a sodium silicate solution is used as a mineral binder for the sinterization of HAP
nanoparticles by a dehydration-drying process at a low temperature (37 ◦C). The analysis of
the final product demonstrated the viability of the new route, since from a nanoscale point
of view it preserves the low crystallinity, Ca/P ratio and original size of the nanoparticles,
key aspects in materials for bone regeneration. Moreover, from the microscale, the 3D
scaffold has an adequate porosity and mechanical profile [68]. Silicon was also an important
component of the comprehensive and rigorous study on the effect of type and chemistry
of the fuel in the solution combustion synthesis process on the final properties of silicon-
doped calcium phosphates carried by Farzad et al. [69]. The use of glycine as a fuel results
in a higher enthalpy of combustion and concentration of gaseous by-products. The silicon-
doped samples showed cytocompatibility and osteogenic potential. While the glycine

https://doi.org/10.1016/j.jcrysgro.2020.125991
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and silicon mixture showed the best biological performance and the best structural and
physicochemical properties.

Cyclohexane, and mixed poly (oxyethylene), nonylphenol ether were the three basic
components used by Lim and his collaborators [70] in a now classic work to form a
stable microemulsion to produce hydroxyapatite particles with a higher sintered density
and that are more refined in grain size than that of the emulsion-derived synthesis. By
optimizing the values of calcination temperature, pH and amount of components, several
authors obtained a substantial improvement of the traditional Rathje method [71]. Thanks
to this progress, a complete dissociation of the precursors and a refined microstructure
were achieved, confirming the possibility of extending the natural precursors range for
HAP preparation in an ecofriendly and cost-efficient source for bioceramics for medical
applications [72]. The cytocompatibility, osteoconductivity and osteoinductivity of the
materials obtained by this new route was also evaluated by the authors, although in a
different article [73].

In a recent work the effect of different matrix components on the steps and processes
taking place in the formation of HAP from an amorphous calcium phosphate (ACP)
precursor phase was investigated. In the absence of additives, the process starts with the
formation of ion pairs that subsequently lead to the appearance of an ACP phase that in the
last step is transformed into HAP. In the presence of alginate-based additives, the formation
and lifetime of the ACP phase can be modified due to the stabilization of the intermediate
pairs. In the presence of guluronate-unit (G-unit) additives, the final precipitates were
composed of a mixture of octacalcium phosphate and HAP. The work helps to understand
the complex biomineralization processes in the presence of multiple components [74].
Sans et al. [75] developed a robust method based on hydrothermal methods but without
using any additive, only using organic solvent to produces pure and crystalline HAP with
a controlled shape and size. Here, ethanol has been proven to allow the control of the
crystals’ morphology (spherical polymorphs, rods, and belts, see Figure 4) through pH
and their sizes through ion concentration. The formation of needle flake-like crystals and
micrometric rods was achieved with different solvents and pH.

Figure 4. Different morphologies of HAP obtained from the methods proposed by Sans et al. [75]:
(a) spherical polymorphs; (b) rod shapes; (c) belts; (d) belts with smaller aspect ratio; (e) low
magnification of needle-flakes; and high magnification of needle-flakes. With permission from ACS
Publications. https://doi.org/10.1021/acs.cgd.0c00850 (accessed on 5 April 2021).

https://doi.org/10.1021/acs.cgd.0c00850
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4. Application of Modern Computational Methods in HAP Based Materials

Nowadays, the advance of computational tools has already outstripped their original
settlement in the purest scientific disciplines to address any area [76–79]. Many topics
remained elusive due to their complexity, but the continuous and unison advance in
hardware and software has managed to remedy this. The main goal of these methods is
to predict the nature and strength of interactions, to improve relevant biological data, to
better understand all the factors involved in the occurrence of a given response, etc. [80,81].
Computational techniques involve characterization across multiple scales and levels of
organization. In general, the discovery of new materials is very challenging, costly, and
time-consuming. In this sense, advanced computational tools, and methods such as:
QSAR, combinatorial chemistry, machine learning, molecular dynamics and molecular
docking techniques have become powerful tools at various stages of materials and process
development [82,83].

There are hardly any publications where machine learning algorithms are applied to
hydroxyapatite synthesis processes; the novelty of the method and the scarcity of databases
are the main reasons for this. However, this panorama will undoubtedly change soon.
For these reasons, we consider it of vital importance to comment on some of the scarce
contributions.

Manufacturing processes are widely used for the fabrication of ceramic, composite
and polymer materials. Selective laser sintering is one of them which used a laser beam
to selectively fuse the powder into a designed solid object layer by layer. Garg et al. [84],
trying to predict the porosity of HAP, applied a multi-gene genetic algorithm based on
the statistical approach of stepwise regression and classification methods: Support Vector
Machines (SVM), Bayesian classifier and Artificial Neural Networks (ANN). Thus, the
desired open porosity values can be achieved by regulating the values of the three input
variables: laser scan speed, layer thickness and laser power. Although some important
parameters such as energy efficiency or thermal cracking were not considered in the model,
the results showed good agreement with experimental studies.

Early studies have confirmed the role of functional groups in early nucleation of
HAP by means of their transmittances at different wavelengths. In order to be able to
predict a priori the growth capacity of HAP materials, Okafor [85] reported the use of two
ensemble learning methods, Random Forest and Extreme Gradient Boosting, for predicting
the transmittance levels for a given wavenumber of infrared radiation through the bulk
of HAP specimens. The predictions were tested with experimental results showing an
excellent agreement and a very good generalization for predicting the transmittance levels.

One of the most common processes to improve certain characteristics of hydroxya-
patite is to dope it with ions (Na+, K+, Ag+, Ni2+, Mg2+, Sr2+, Zn2+, Ce3+, . . . ). For this
reason, Yu et al. [86] have performed an experimental and computational study to explore
and optimize mechanosynthesis and structural features modeling of the substituted hy-
droxyapatite. The employed machine learning techniques were ANN with a multilayer
perceptron architecture (MLP) and Genetic Programming (GP). The values for input vari-
ables were the chemical compositions of the reagents. The outputs were three structural
characteristics: crystallite size, microstrain and grain boundary volume fraction. The mod-
els were able to predict with good accuracy the structural characteristics of the materials
based on their chemical constituents, which is a huge time and cost saver.

In order to analyze the binding process of proteins on hydroxyapatite, a model based
on Quantitative Structure Property Relationship (QSPR) was developed. The dataset
was constructed with experimental data (chromatography) and theoretical molecular
descriptors. Finally, non-linear SVM algorithms were successfully trained and tested. Thus,
the model is a good predictive tool for the prediction of protein-HAP affinities [87].

Thinking more about applications outside the field of health, one group has high-
lighted the importance of static dielectric constant in electric and optical properties of HAP
by using density functional theory (DFT), Vienna Ab initio Simulation Package (VASP, a
computer program for atomic scale materials modelling) within the Kohn-Sham formal-
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ism [88]. The same computational modelling was successfully applied to investigate the
energetics of the HAP surfaces [89], to predict physical and magnetic properties of different
ion-substituted HAP powders [90], to discuss the role of impurities in HAP in the uptake
and release of divalent metal ions during mineralization [91] or to report the temperature-
dependent partition functions and unit cell parameters for the HAP molecule [92]. All
these studies demonstrate the versatility of the method in relating intrinsic properties at
the atomic or energy band level.

At another time or dimensional scale, methods based on first principles are not
applicable, being necessary to resort to other methods such as numerical methods or finite
element analysis.

Thus, Palazzo et al. [93] performed a numerical approach, based on the use of the
Finite Element Method to describe the drug release kinetics from the porous hydroxyapatite
matrix with an excellent agreement with experimental data. The authors developed
several models based on the assumption that diffusion is equal in both porous matrix and
solvent, disregarding the convective contribution to drug transport and solving the species
concentration equation:

∂c
∂t

= div(D grad c) + qc = ∇2c + qc (1)

where c is the species mass concentration, D is the mass diffusion coefficient for drug in
the domain in which the equation is solved and qc is a sink/source term. They found
that the less porous the ceramic graft is, the more evident is the initial burst release. This
behavior can be due to the trend for the drug molecules to concentrate themselves on
the external macropore walls. The trend becomes more evident with the decreasing in
the ceramic porosity and surface area, because of the difficulty for the hydrocortisone to
reach the internal micropores. The same group demonstrates that HAP nanocrystals and
antitumor drugs can be conjugated in such a way as to yield a smart bone filler delivery
system, acting both as bone substitutes and as platinum drug releasing agents with the
final goal of locally inhibiting the tumor re-growth and reducing the systemic toxicity.
The one here described not only can ensure a prolonged release of active species but also
improves the performance of the unmodified drug. Moreover, these results suggest the
possibility of using the chemicophysical differences of HAP nanocrystals, above all degree
of crystallinity, crystal size and surface area, in order to strongly tailor the Pt complex
release kinetics [94].

Finite element analysis is becoming increasingly important in microfluidic device
design that allows scientists to explore different microfluidic device designs to optimize
and automate different chemical processes and applications. Obviously, the HAP synthesis
and formulations processes could not remain on the sidelines of these advances, and as a
sample of them, we would like to highlight some of the most recent contributions.

In a recent work, we have theoretically and experimentally proposed a noble system
for the synthesis of hydroxyapatite nanoparticles using a microfluidic device realized by
continuous laminar flow (see Figure 5). The materials showed the same properties as those
produced by conventional methods; however, the device is able to design nanoparticles of
different size by varying the flow. This holds potential for optimizing various processes for
the synthesis of nanostructures and beyond, making it very cost-effective economically [95].
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Figure 5. Schematic of the microfluidic device used for HAP nanoparticles production. The SEM images show the
different materials obtained at different flow rates, as well as the surface roughness. With permission from Elsevier.
https://doi.org/10.1016/j.msec.2019.04.037 (accessed on 8 April 2021).

In the same line as the preceding work, another microfluidic device was designed to
produce rod-shaped HAP nanoparticles with an adjustable size of 55–95 nm. The average
size of the nanoparticles was also adjustable as a function of flow rate. The relationship
obtained between nanoparticle size and inner tube geometry was interesting [96]. In
another interesting study, microfluidics was used to design a bone microenvironment
composed of hydroxyapatite and fibrin to investigate the interactions that take place.
For example, increasing the concentration of HAP affects cell viability and proliferation
of cancer cells. We also showed that cell migration was inversely proportional to HAP
concentration [97]. Along the same lines, the bibliography offers original studies covering
different objectives that are worth consulting [98–107].

5. Applications of Smart Hydroxyapatite-Based Materials

Smart materials are those that show an observable effect in one of their facets when
stimulated from another. In this way, different facets can be covered such as mechanical,
electrical, chemical, optical, thermal, etc. The purpose of these materials is to provide new
capabilities or improve the performance of existing ones through an agile and flexible
design. Obviously, a material as versatile as hydroxyapatite has not remained unaffected
by this new trend. Thus, by means of different processes, many researchers have made
it possible to broaden the initial concepts to design new structures that can monitor their
structural integrity or can adapt to the environment. The following are some of what we
consider to be the most relevant ones.

Methods aimed at the design and development of nano-sized HAP and the study of
their properties at the nanoscale have been one of the first steps in the development of
hydroxyapatite-based smart materials, being used for colloid stability [108], drug deliv-
ery [109] or gene therapy [110,111]. In a previous study, we [112] developed a new route,
based on the method proposed by Liu [14], that involves surfactants and block copoly-
mers organized networks to create bioactive superstructures. The method lets us obtain
bioactive and biocompatible materials which replicate the bone structure: HAP nanorods
of 25–50 nm length organized in hierarchical structures. The variation of the compounds
allowed us to modify the chemical and/or the surface properties on the materials. The
nature of the polymer alters the distance between HAP nanorods and consequently, micro
rough and porosity. Materials surface was revealed as a key factor in their bioactivity
properties: on rough surfaces, the valleys seem to be the preferential sites for the nucleation
and growth of calcium phosphates. Thus, the acceleration of the nucleation of the apatite
over the materials, bioactivity and morphology is attributed to the surface topographical
changes at the micrometer level. In another study, we designed a new material based on
gelatin nano-HAP and tannic acid [113]. Tannic acid was chosen for two reasons: on the

https://doi.org/10.1016/j.msec.2019.04.037
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one hand, it has antioxidant, antimicrobial and cardioprotective properties. It also acts as
a cross-linking agent to reduce the solubility of gelatin at human body temperature. The
results showed that the presence of nano HAP in gelatin scaffolds exerts a great impact
on the biomineralization process and scaffold strength enhancement. The crosslinking
effect of TA has hardly any effect on the structure but generates a significant increase
in the thermal stability of the scaffold. Ion doping has been one of the most frequently
used modifications to try to improve the essential physicochemical properties that lead
to specific biological behavior after implantation [114]. For example, the addition of a
naturally important cation, such as Mg2+, into the nano HAP structures resulted in the
formation of calcium-deficient HAP, enhanced cell viability, propagation and proliferation
in vitro, and improved osteoblast adhesion [115]. Molybdenum oxides were also employed
in doped HAP. Thus, through a delicate control of the reaction conditions, a biocompatible
material that simultaneously exhibited blue and red self-activated fluorescence at room
temperature and antibacterial activity was obtained [116]. In relation to the antibacterial
properties, a material composed by HAP, alginate and silver nanoparticles was successfully
developed [117]. Furthermore, in bioimaging applications, the capacity and solvency of
hydroxyapatite was demonstrated through its doping with Eu3+, showing good biological
safety and characteristic luminescence emission [118], Figure 6.

Layer by layer, LbL, is a straightforward and versatile bottom-up surface modification
technique that can be applied to coat substrates with different geometries, from simple
planar membranes to complex three-dimensional shapes. Its main advantage is the pos-
sibility for the incorporation of several classes of materials, including biomolecules and
inorganic particles. In this sense, LbL allows the modulation of the distribution of different
composites for applications such as biomaterial interfaces for implantable systems intended
for bone regeneration [119,120].

Figure 6. Confocal Laser Microscopy images of cancer cells co-cultured with sodium heparin coated
Eu3+ HAP. (a) bright field; (b) blue: cell nuclei (c) red fluorescence observed in the cytoplasm of cells
around cell nuclei, demonstrating the feasibility of SH-Eu:nHAP as bioimaging agent; (d) merged
image. Scale bars are 50 µm. With permission from Elsevier. https://doi.org/10.1016/j.colcom.2019
.01.001 (accessed on 19 May 2021).

Proteins are the most versatile biological entities, performing structural, enzymatic,
defense or transport functions [121,122]. Given their versatility, it was inevitable to char-
acterize their interactions with a material with multiple applications in medicine such as
hydroxyapatite. Serum albumin is the most abundant human body extracellular protein,
the major calcium-binding protein and it is known to be the first to surround foreign bodies
when they are in contact with blood. For these reasons, the interaction of the nano-HAP
with albumin was analyzed in order to check the effect of the protein in the biomineraliza-
tion process [123]. The results showed that albumin has a dual role in HAP mineralization:
on the one hand it coats the active sites on the mineral surface by slowing down ionic

https://doi.org/10.1016/j.colcom.2019.01.001
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diffusion; on the other hand, it facilitates the dissolution of calcium ions by reducing
the formation of new calcium phosphate layers. The kinetics of the interaction between
albumin and HAP was also characterized, the results showed that it is a slow process where
albumin adapts perfectly to the HAP surface, forming a hard protein corona consisting of a
single layer [124]. The effect of HAP on the mechanical properties of different scaffolds
could be characterized by a combination of rheological measurements and appropriate
viscoelastic models [125,126].

The need to prevent implant-derived infections or inflammation has highlighted the
need to use drugs during treatment. An effective way is to include the drugs inside the
implant itself, thus achieving an adequate dosage, avoiding aggregates [127–129], and in
situ release. Hydroxyapatite has been shown to be an efficient drug delivery vehicle as
demonstrated by multiple publications [130,131]. A recent work details the adsorption and
release of two drugs onto nano HAP [132]. The adsorption and release mechanisms were
clearly stated by using different theoretical models. The Sips model best reproduced the
experimental results for adsorption, while for release, the best model was the Korsmeyer-
Peppas one.

Catalysis is crucial for the chemical industry, and hydroxyapatite, as a basic material,
has not been left behind in this field. In fact, as a catalyst, HAP has the unusual prop-
erty of containing both acid sites and base sites in a single-crystal lattice. Examples of
hydroxyapatite-based materials for catalysis are numerous. In order to exceed the theoreti-
cal yield of 50% in asymmetric catalysis for obtaining enantiomerically pure compounds,
Ru3+ ions were immobilized on hydroxyapatite by an ion-exchange procedure, the ra-
tios were optimized to obtain the maximal catalytic performance for secondary alcohol
racemization [133]. Tsuchida et al. [134] developed a process for synthesizing biogasoline
from bioethanol, in one step, with high selectivity, over a highly active nonstoichiometric
HAP catalyst. The removal of NO and NO2 produced by diesel and gasoline engines is a
key issue affecting the environment and the automotive industry. One of the solutions is
based on the use of active and stable catalysts for the elimination of these products. Again,
hydroxyapatite, due to its high adsorption capacity and surface acidic/basic properties, has
attracted much attention as support for transition metal catalysts in various reactions. Thus,
Copper-loaded hydroxyapatite prepared by ion-exchange has been found to be active,
and selective in the NH3 selective catalytic reduction in NO and NO2 by NH3 [135]. Gold
catalysts have been applied in a variety of important reactions, including CO oxidation,
water–gas shift and the water pollutant removal. However, most gold catalysts still suf-
fer from the easy sintering of gold particles at elevated temperature and poor long-term
stability, which is the major obstacle to the practical application of gold catalysts. For this
reason, a highly efficient and stable Au–Cu/hydroxyapatite catalyst, prepared through
a deposition–precipitation method, was proposed, where, due to the synergistic effect
between gold and CuOx in the hydroxyapatite support, the Au–Cu/HAP catalyst showed
superior activity and stability [136]. By modulating the surface area and porosity, functional
hydroxyapatite devices for nanofiltration and catalysis can be designed. Webler et al. [137]
achieved surface areas above 200 m2g−1 and a degree of porosity close to 70% by using
latex bead templates. Chen et al. [138] were the first in utilizing the animal bone to design
and prepare cost-effective and stable catalytic systems by using wet impregnation method
for biodiesel production. Once loaded with K2CO3 on the pig bone, the materials exhibit
significantly enhanced catalytic activity. The authors evaluate different methods changing
calcination temperature and K2CO3 loading. The best result, biodiesel yield 96.4%, was
found with a 30% loading and a temperature of 600 K.

Filtration is very important for many industrial process and water reuse treatment.
The ability of hydroxyapatite to successfully remove ions from aqueous solution makes it
an ideal candidate for many filtration processes [139]. Inoue et al., by using a high magnetic
field, managed to orient the crystalline axes of the hydroxyapatite, knowing that proteins
adsorb selectively on the different planes of hydroxyapatite, they were able to develop a
selective filter that allows the separation of different types of proteins [140].
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A highly flexible membrane based on TiO2-coated HAP whiskers was developed,
which, by optimizing the electrostatic interactions between the TiO2-coated HAP whiskers
and nanoparticles, allowed the separation of gold nanoparticles with a filtration efficiency
close to 100% [141].

Nanofiltration membranes thanks to their low operation pressure, high flux, and high
retention of multivalent anion salts, can remove different contaminants from water. One of
the most common technologies to manufacture them has been electrospinning. However,
the membranes manufactured in this way are usually thin layers, the preparation time is
relatively long, and it is complicated to regulate the structure. To solve these problems,
Zhang et al. [142] developed a novel kind of nanofiltration filter paper based on cellulose
nanofibers on a porous filter paper consisting of ultralong HAP nanowires and cellulose
fibers, see Figure 7. The pure water flux of the novel membrane is about 50 times that of
the pure filter paper. Besides, compared with electrospun membranes, the new route saves
times and it is ecofriendly, making these new membranes a much more sustainable solution.

Figure 7. (a) Schematic illustration for the preparation process of the membrane: CFs (cellulose
fibers), HAPNWs (ultralong HAP nanowires). (b–e) SEM images of the memebrane with different
cellulose weight ratios: (b) 20 wt% CNFs; (c) 40 wt% CNFs; (d) 20 wt% CFs; (e) 40 wt% CFs. (f) Energy
dispersive spectroscopy mappings of the filter with 20 wt% CFs., showing the distribution of O, C,
CA and P elements in the filter. With permission from ACS Publications. https://doi.org/10.1021/
acssuschemeng.9b03793 (accessed on 14 April 2021).

Other interesting examples include the filtering of microbes [143], virus [144], phos-
phorus [145], particulate matter (PM) [146], soil pollution [147].

The inclusion of magnetic particles in hydroxyapatite scaffolds provides new and
interesting features, especially the detection and control of the scaffold by non-invasive
methods. Within the field of medicine, it allows the visualization of in vivo applications
by means of magnetic resonance imaging; it stimulates cell adhesion, proliferation, and
differentiation; it allows the accumulation of growth factors, drugs and so on. For these
reasons, many researchers have focused their efforts in this field [148,149]. With respect to

https://doi.org/10.1021/acssuschemeng.9b03793
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the structural properties of these complexes, the degree of fusion between the nanoparticles
and the matrix can be very high, reaching the point of exchanging atoms, for example
electron spin resonance measurements indicate that the Co2+ ions were substituted into
the Ca) sites in HAP lattice and X-ray diffraction shown the substitution of Fe3+ ions into
the HAP matrix [150]. With antibacterial properties in mind, Fe3O4/HAP nanoparticles
have been synthesized by a homogeneous precipitation method. The study discovered that
calcination temperature influences the magnetic and photocatalytic activity of the material,
the optimal calcination temperature being 400 ◦C [151]. Application of nanoparticles as
heat carriers remains subject to limited biocompatibility because they must be introduced
into the blood vessels. To overcome this problem, nanoparticles have been coated to date
with biocompatible materials, in this sense, HAP-coated ferrite nanoparticles are the most
promising material. Inukai et al. proposed a novel route using a two-step procedure. First,
the ferrite particles were synthesized by co-precipitation. Second, the suspension, plus
Ca(NO3)2 and H3PO4, was nebulized into mist ultrasonically. Then the mist was pyrolyzed
at 1000 ◦C to synthesize HAP–ferrite hybrid particles [152]. To conclude this section, we
could not forget all the work that Anna Tampieri and her group have done on this subject,
so we recommend to all those interested in this particular field to consult her proficient
bibliography [153–163].

6. Conclusions

In a review as comprehensive as the one presented here, a perspective on possible
future developments seems timely. One might intuitively sense that the trend of the
references in this review already gives the reader an idea of possible directions. The devel-
opment of new hydroxyapatite-based smart materials often results in advanced materials
with attractive morphological, mechanical, and biological properties and enhanced per-
formance. In some cases, these new routes confer to scaffolds unique properties such as
strength improvements, limitation of postoperative complications by improving range of
motion or decreasing pain. From an experimental point of view, the choice of techniques
is fundamental for the processing of materials in terms of performance, activity and even
reducing time and economic costs and improving environmental sustainability. From a
theoretical point of view, the formulation of a realistic model to describe the interactions
between all the constituent elements, the experimental parameters and the functionality of
the material is still to be developed. It is in this area that modeling can provide valuable
insights in the near future. A greater interrelation between experimental and theoretical
approaches is expected, which will undoubtedly generate a positive synergy. Thus, the use
of HAP in customized tissue regeneration systems, biphasic coatings, smart drug delivery
systems, purification, or energy, both on a personal and industrial scale are viable and very
promising options in this area for the future.
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47. Korkusuz, F.; Karamete, K.; Irfanoğlu, B.; Yetkin, H.; Hastings, G.W.; Akkas, N. Do porous calcium hydroxyapatite ceramics
cause porosis in bone? A bone densitometry and biomechanical study on cortical bones of rabbits. Biomaterials 1995, 16, 537–543.
[CrossRef]

48. Gao, C.; Peng, S.; Feng, P.; Shuai, C. Bone biomaterials and interactions with stem cells. Bone Res. 2017, 5, 17059. [CrossRef]
[PubMed]

49. Arita, I.H.; Wilkinson, D.S.; Mondragón, M.A.; Castaño, V.M. Chemistry and sintering behaviour of thin hydroxyapatite ceramics
with controlled porosity. Biomaterials 1995, 16, 403–408. [CrossRef]

50. Klein, C.; de Groot, K.; Chen, W.; Li, Y.; Zhang, X. Osseous substance formation induced in porous calcium phosphate ceramics in
soft tissues. Biomaterials 1994, 15, 31–34. [CrossRef]

51. Ozgür Engin, N.; Tas, A.C. Manufacture of macroporous calcium hydroxyapatite bioceramics. J. Eur. Ceram. Soc. 1999,
19, 2569–2572. [CrossRef]

52. Milovac, D.; Gallego Ferrer, G.; Ivankovic, M.; Ivankovic, H. PCL-coated hydroxyapatite scaffold derived from cuttlefish bone:
Morphology, mechanical properties and bioactivity. Mater. Sci. Eng. C 2014, 34, 437–445. [CrossRef]

53. Pal, A.; Maity, S.; Chabri, S.; Bera, S.; Chowdhury, A.R.; Das, M.; Sinha, A. Mechanochemical synthesis of nanocrystalline
hydroxyapatite from Mercenaria clam shells and phosphoric acid. Biomed. Phys. Eng. Express 2017, 3, 015010. [CrossRef]

54. Goloshchapov, D.L.; Kashkarov, V.M.; Rumyantseva, N.A.; Seredin, P.V.; Lenshin, A.S.; Agapov, B.L.; Domashevskaya, E.P.
Synthesis of nanocrystalline hydroxyapatite by precipitation using hen’s eggshell. Ceram. Int. 2013, 39, 4539–4549. [CrossRef]

55. Padmanabhan, S.K.; Salvatore, L.; Gervaso, F.; Catalano, M.; Taurino, A.; Sannino, A.; Licciulli, A. Synthesis and characterization
of collagen scaffolds reinforced by eggshell derived hydroxyapatite for tissue engineering. J. Nanosci. Nanotechnol. 2015,
15, 504–509. [CrossRef] [PubMed]

56. Zhang, Y.; Liu, Y.; Ji, X.; Banks, C.E.; Song, J. Flower-like agglomerates of hydroxyapatite crystals formed on an egg-shell
membrane. Colloids Surf. B Biointerfaces 2011, 82, 490–496. [CrossRef] [PubMed]

57. Heidari, F.; Bahrololoom, M.E.; Vashaee, D.; Tayebi, L. In situ preparation of iron oxide nanoparticles in natural hydroxyap-
atite/chitosan matrix for bone tissue engineering application. Ceram. Int. 2015, 41, 3094–3100. [CrossRef]

58. Maleki-Ghaleh, H.; Aghaie, E.; Nadernezhad, A.; Zargarzadeh, M.; Khakzad, A.; Shakeri, M.; Khosrowshahi, Y.B.; Siadati, M.
Influence of Fe3O4 nanoparticles in hydroxyapatite scaffolds on proliferation of primary human fibroblast cells. J. Mater. Eng.
Perform. 2016, 25, 2331–2339. [CrossRef]

59. Ding, G.-J.; Zhu, Y.-J.; Qi, C.; Lu, B.-Q.; Chen, F.; Wu, J. Porous hollow microspheres of amorphous calcium phosphate: Soybean
lecithin templated microwave-assisted hydrothermal synthesis and application in drug delivery. J. Mater. Chem. B 2015,
3, 1823–1830. [CrossRef]

http://doi.org/10.1021/acsnano.6b07239
http://doi.org/10.1590/0366-69132019653742706
http://doi.org/10.1359/jbmr.1997.12.1.111
http://doi.org/10.1148/radiology.168.3.3043546
http://doi.org/10.1016/j.mser.2007.05.001
http://doi.org/10.1016/j.biomaterials.2003.10.007
http://doi.org/10.1007/s10047-005-0292-1
http://doi.org/10.1016/j.stam.2006.11.017
http://doi.org/10.1016/j.carbon.2017.02.013
http://doi.org/10.1016/j.msec.2018.07.020
http://doi.org/10.1016/0142-9612(95)98272-G
http://doi.org/10.1016/S0142-9612(00)00030-2
http://doi.org/10.1016/j.biomaterials.2006.07.007
http://www.ncbi.nlm.nih.gov/pubmed/16876861
http://doi.org/10.1016/0142-9612(95)91127-K
http://doi.org/10.1038/boneres.2017.59
http://www.ncbi.nlm.nih.gov/pubmed/29285402
http://doi.org/10.1016/0142-9612(95)98858-B
http://doi.org/10.1016/0142-9612(94)90193-7
http://doi.org/10.1016/S0955-2219(99)00131-4
http://doi.org/10.1016/j.msec.2013.09.036
http://doi.org/10.1088/2057-1976/aa54f5
http://doi.org/10.1016/j.ceramint.2012.11.050
http://doi.org/10.1166/jnn.2015.9489
http://www.ncbi.nlm.nih.gov/pubmed/26328390
http://doi.org/10.1016/j.colsurfb.2010.10.006
http://www.ncbi.nlm.nih.gov/pubmed/21036558
http://doi.org/10.1016/j.ceramint.2014.10.153
http://doi.org/10.1007/s11665-016-2086-4
http://doi.org/10.1039/C4TB01862A


Molecules 2021, 26, 3190 18 of 22

60. Gopi, D.; Kanimozhi, K.; Kavitha, L. Opuntia ficus indica peel derived pectin mediated hydroxyapatite nanoparticles: Synthesis,
spectral characterization, biological and antimicrobial activities. Spectrochim. Acta Part A Mol. Biomol. Spectrosc. 2015, 141, 135–143.
[CrossRef]

61. Wang, Z.; Xu, Z.; Zhao, W.; Sahai, N. A potential mechanism for amino acid-controlled crystal growth of hydroxyapatite. J. Mater.
Chem. B 2015, 3, 9157–9167. [CrossRef]

62. Jiang, S.; Cao, Y.; Li, S.; Pang, Y.; Sun, Z. Dual function of poly(acrylic acid) on controlling amorphous mediated hydroxyapatite
crystallization. J. Cryst. Growth 2021, 557, 125991. [CrossRef]

63. Fernández-Leyes, M.; Verdinelli, V.; Hassan, N.; Ruso, J.M.; Pieroni, O.; Schulz, P.C.; Messina, P. Biomimetic formation of
crystalline bone-like apatite layers on spongy materials templated by bile salts aggregates. J. Mater. Sci. 2012, 47, 2837–2844.
[CrossRef]

64. Nie, H.; Wang, C.-H. Fabrication and characterization of PLGA/HAp composite scaffolds for delivery of BMP-2 plasmid DNA.
J. Control. Release 2007, 120, 111–121. [CrossRef] [PubMed]

65. Cui, W.; Li, X.; Chen, J.; Zhou, S.; Weng, J. In Situ Growth Kinetics of Hydroxyapatite on Electrospun Poly(dl-lactide) Fibers with
Gelatin Grafted. Cryst. Growth Des. 2008, 8, 4576–4582. [CrossRef]

66. Yao, Y.; Qin, W.; Xing, B.; Sha, N.; Jiao, T.; Zhao, Z. High performance hydroxyapatite ceramics and a triply periodic minimum
surface structure fabricated by digital light processing 3D printing. J. Adv. Ceram. 2021, 10, 39–48. [CrossRef]

67. Li, S.H.; de Wijn, J.R.; Layrolle, P.; de Groot, K. Novel method to manufacture porous hydroxyapatite by dual-phase mixing.
J. Am. Ceram. Soc. 2003, 86, 65–72. [CrossRef]

68. Lakrat, M.; Jabri, M.; Alves, M.; Fernandes, M.H.; Ansari, L.L.; Santos, C.; Mejdoubi, E.M. Three-dimensional nano-hydroxyapatite
sodium silicate glass composite scaffold for bone tissue engineering-A new fabrication process at a near-room temperature. Mater.
Chem. Phys. 2021, 260, 124185. [CrossRef]

69. Kermani, F.; Gharavian, A.; Mollazadeh, S.; Kargozar, S.; Youssefi, A.; Khaki, J.V. Silicon-doped calcium phosphates; the critical
effect of synthesis routes on the biological performance. Mater. Sci. Eng. C 2020, 111, 110828. [CrossRef]

70. Lim, G.; Wang, J.; Ng, S.; Chew, C.; Gan, L. Processing of hydroxyapatite via microemulsion and emulsion routes. Biomaterials
1997, 18, 1433–1439. [CrossRef]

71. Rathje, W. Zur Kenntnis der Phosphate I: Über Hydroxylapatit. Bodenkd. Pflanz. 1939, 12, 121–128. [CrossRef]
72. Miculescu, F.; Mocanu, A.-C.; Dascălu, C.A.; Maidaniuc, A.; Batalu, D.; Berbecaru, A.; Voicu, S.I.; Miculescu, M.; Thakur, V.K.;

Ciocan, L.T. Facile synthesis and characterization of hydroxyapatite particles for high value nanocomposites and biomaterials.
Vacuum 2017, 146, 614–622. [CrossRef]

73. Mitran, V.; Ion, R.; Miculescu, F.; Necula, M.G.; Mocanu, A.-C.; Stan, G.E.; Antoniac, I.V.; Cimpean, A. Osteoblast Cell Response to
Naturally Derived Calcium Phosphate-Based Materials. Materials 2018, 11, 1097. [CrossRef]

74. Ucar, S.; Bjørnøy, S.H.; Bassett, D.C.; Strand, B.L.; Sikorski, P.; Andreassen, J.-P. Formation of hydroxyapatite via transformation of
amorphous calcium phosphate in the presence of alginate additives. Cryst. Growth Des. 2019, 19, 7077–7087. [CrossRef]

75. Sans, J.; Sanz, V.; Puiggalí, J.; Turon, P.; Alemán, C. Controlled Anisotropic Growth of Hydroxyapatite by Additive-Free
Hydrothermal Synthesis. Cryst. Growth Des. 2020, 2, 748–756.

76. González-Díaz, H.; Arrasate, S.; Sotomayor, N.; Lete, E.; R Munteanu, C.; Pazos, A.; Besada-Porto, L.; M Ruso, J. MIANN models
in medicinal, physical and organic chemistry. Curr. Top. Med. Chem. 2013, 13, 619–641. [CrossRef] [PubMed]

77. Gonzalez-Diaz, H.; Arrasate, S.; Gomez-San Juan, A.; Sotomayor, N.; Lete, E.; Speck-Planche, A.; M Ruso, J.; Luan, F.; Natalia Dias
Soeiro Cordeiro, M. Matrix trace operators: From spectral moments of molecular graphs and complex networks to perturbations
in synthetic reactions, micelle nanoparticles, and drug ADME processes. Curr. Drug Metab. 2014, 15, 470–488. [CrossRef]

78. Messina, P.V.; Besada-Porto, J.M.; González-Díaz, H.; Ruso, J.M. Self-assembled binary nanoscale systems: Multioutput model
with lfer-covariance perturbation theory and an experimental–computational study of nagdc-ddab micelles. Langmuir 2015,
31, 12009–12018. [CrossRef]

79. Sabín, J.; Prieto, G.; González-Pérez, A.; Ruso, J.M.; Sarmiento, F. Effects of Fluorinated and Hydrogenated Surfactants on Human
Serum Albumin at Different pHs. Biomacromolecules 2006, 7, 176–182. [CrossRef] [PubMed]

80. González-Durruthy, M.; Scanavachi, G.; Rial, R.; Liu, Z.; Cordeiro, M.N.D.; Itri, R.; Ruso, J.M. Mapping the underlying mechanisms
of fibrinogen benzothiazole drug interactions using computational and experimental approaches. Int. J. Biol. Macromol. 2020,
163, 730–744. [CrossRef]

81. Ruso, J.M.; Taboada, P.; Varela, L.M.; Attwood, D.; Mosquera, V.C. Adsorption of an amphiphilic penicillin onto human serum
albumin: Characterisation of the complex. Biophys. Chem. 2001, 92, 141–153. [CrossRef]

82. González-Durruthy, M.; Rial, R.; Cordeiro, M.N.D.S.; Liu, Z.; Ruso, J.M. Exploring the conformational binding mechanism of
fibrinogen induced by interactions with penicillin β-lactam antibiotic drugs. J. Mol. Liq. 2021, 324, 114667. [CrossRef]

83. Shang, S.; Zhao, Q.; Zhang, D.; Sun, R.; Tang, Y. Molecular dynamics simulation of the adsorption behavior of two different drugs
on hydroxyapatite and Zn-doped hydroxyapatite. Mater. Sci. Eng. C 2019, 105, 110017. [CrossRef] [PubMed]

84. Garg, A.; Lam, J.S.L.; Savalani, M. A new computational intelligence approach in formulation of functional relationship of open
porosity of the additive manufacturing process. Int. J. Adv. Manuf. Technol. 2015, 80, 555–565. [CrossRef]

85. Okafor, E.; Obada, D.O.; Dodoo-Arhin, D. Ensemble learning prediction of transmittance at different wavenumbers in natural
hydroxyapatite. Sci. Afr. 2020, 9, e00516.

http://doi.org/10.1016/j.saa.2015.01.039
http://doi.org/10.1039/C5TB01036E
http://doi.org/10.1016/j.jcrysgro.2020.125991
http://doi.org/10.1007/s10853-011-6113-4
http://doi.org/10.1016/j.jconrel.2007.03.018
http://www.ncbi.nlm.nih.gov/pubmed/17512077
http://doi.org/10.1021/cg800641s
http://doi.org/10.1007/s40145-020-0415-4
http://doi.org/10.1111/j.1151-2916.2003.tb03279.x
http://doi.org/10.1016/j.matchemphys.2020.124185
http://doi.org/10.1016/j.msec.2020.110828
http://doi.org/10.1016/S0142-9612(97)00081-1
http://doi.org/10.1002/jpln.19390120109
http://doi.org/10.1016/j.vacuum.2017.06.008
http://doi.org/10.3390/ma11071097
http://doi.org/10.1021/acs.cgd.9b00887
http://doi.org/10.2174/1568026611313050006
http://www.ncbi.nlm.nih.gov/pubmed/23548024
http://doi.org/10.2174/1389200215666140908101604
http://doi.org/10.1021/acs.langmuir.5b03074
http://doi.org/10.1021/bm050549w
http://www.ncbi.nlm.nih.gov/pubmed/16398513
http://doi.org/10.1016/j.ijbiomac.2020.07.044
http://doi.org/10.1016/S0301-4622(01)00196-X
http://doi.org/10.1016/j.molliq.2020.114667
http://doi.org/10.1016/j.msec.2019.110017
http://www.ncbi.nlm.nih.gov/pubmed/31546382
http://doi.org/10.1007/s00170-015-6989-2


Molecules 2021, 26, 3190 19 of 22

86. Yu, J.; Wang, Y.; Dai, Z.; Yang, F.; Fallahpour, A.; Nasiri-Tabrizi, B. Structural features modeling of substituted hydroxyapatite
nanopowders as bone fillers via machine learning. Ceram. Int. 2021, 47, 9034–9047. [CrossRef]

87. Hou, Y.; Morrison, C.J.; Cramer, S.M. Classification of protein binding in hydroxyapatite chromatography: Synergistic interactions
on the molecular scale. Anal. Chem. 2011, 83, 3709–3716. [CrossRef]

88. Avakyan, L.A.; Paramonova, E.V.; Coutinho, J.; Öberg, S.; Bystrov, V.S.; Bugaev, L.A. Optoelectronics and defect levels in
hydroxyapatite by first-principles. J. Chem. Phys. 2018, 148, 154706. [CrossRef]

89. Zhu, W.; Wu, P. Surface energetics of hydroxyapatite: A DFT study. Chem. Phys. Lett. 2004, 396, 38–42. [CrossRef]
90. Zilm, M.; Chen, L.; Sharma, V.; McDannald, A.; Jain, M.; Ramprasad, R.; Wei, M. Hydroxyapatite substituted by transition metals:

Experiment and theory. Phys. Chem. Chem. Phys. 2016, 18, 16457–16465. [CrossRef]
91. Gafurov, M.; Biktagirov, T.; Mamin, G.; Klimashina, E.; Putlayev, V.; Kuznetsova, L.; Orlinskii, S. The Interplay of manganese

and nitrate in hydroxyapatite nanoparticles as revealed by pulsed EPR and DFT. Phys. Chem. Chem. Phys. 2015, 17, 20331–20337.
[CrossRef]

92. Kebiroglu, M.H.; Orek, C.; Bulut, N.; Kaygili, O.; Keser, S.; Ates, T. Temperature dependent structural and vibrational properties
of hydroxyapatite: A theoretical and experimental study. Ceram. Int. 2017, 43, 15899–15904. [CrossRef]

93. Palazzo, B.; Sidoti, M.C.; Roveri, N.; Tampieri, A.; Sandri, M.; Bertolazzi, L.; Galbusera, F.; Dubini, G.; Vena, P.; Contro, R.
Controlled drug delivery from porous hydroxyapatite grafts: An experimental and theoretical approach. Mater. Sci. Eng. C 2005,
25, 207–213. [CrossRef]

94. Iafisco, M.; Palazzo, B.; Marchetti, M.; Margiotta, N.; Ostuni, R.; Natile, G.; Morpurgo, M.; Gandin, V.; Marzano, C.; Roveri, N.
Smart delivery of antitumoral platinum complexes from biomimetic hydroxyapatite nanocrystals. J. Mater. Chem. 2009,
19, 8385–8392. [CrossRef]

95. Rial, R.; Tahoces, P.G.; Hassan, N.; Cordero, M.; Liu, Z.; Ruso, J.M. Noble microfluidic system for bioceramic nanoparticles
engineering. Mater. Sci. Eng. C 2019, 102, 221–227. [CrossRef]

96. Yang, Q.; Wang, J.-X.; Shao, L.; Wang, Q.-A.; Guo, F.; Chen, J.-F.; Gu, L.; An, Y.-T. High throughput methodology for continuous
preparation of hydroxyapatite nanoparticles in a microporous tube-in-tube microchannel reactor. Ind. Eng. Chem. Res. 2010,
49, 140–147. [CrossRef]

97. Ahn, J.; Lim, J.; Jusoh, N.; Lee, J.; Park, T.-E.; Kim, Y.; Kim, J.; Jeon, N.L. 3D microfluidic bone tumor microenvironment comprised
of hydroxyapatite/fibrin composite. Front. Bioeng. Biotechnol. 2019, 7, 168. [CrossRef] [PubMed]

98. LiáJeon, N. Microfluidic vascularized bone tissue model with hydroxyapatite-incorporated extracellular matrix. Lab. A Chip 2015,
15, 3984–3988.

99. Boken, J.; Soni, S.K.; Kumar, D. Microfluidic synthesis of nanoparticles and their biosensing applications. Crit. Rev. Anal. Chem.
2016, 46, 538–561. [CrossRef]

100. Zhang, L.; Chen, Q.; Ma, Y.; Sun, J. Microfluidic methods for fabrication and engineering of nanoparticle drug delivery systems.
ACS Appl. Bio Mater. 2019, 3, 107–120. [CrossRef]

101. Mendiratta, S.; Ali, A.A.A.; Hejazi, S.H.; Gates, I. Dual Stimuli-Responsive Pickering Emulsions from Novel Magnetic Hydrox-
yapatite Nanoparticles and Their Characterization Using a Microfluidic Platform. Langmuir 2021, 37, 1353–1364. [CrossRef]
[PubMed]

102. Hasani-Sadrabadi, M.M.; Hajrezaei, S.P.; Emami, S.H.; Bahlakeh, G.; Daneshmandi, L.; Dashtimoghadam, E.; Seyedjafari, E.;
Jacob, K.I.; Tayebi, L. Enhanced osteogenic differentiation of stem cells via microfluidics synthesized nanoparticles. Nanomed.
Nanotechnol. Biol. Med. 2015, 11, 1809–1819. [CrossRef] [PubMed]

103. Ding, B.; Wang, Z.; Wang, X.; Yang, W.; Wang, S.; Li, C.; Dai, H.; Tao, S. Sr2+ adsorbents produced by microfluidics. Colloids Surf.
A Physicochem. Eng. Asp. 2021, 613, 126072. [CrossRef]

104. Cheng, J.; Jun, Y.; Qin, J.; Lee, S.-H. Electrospinning versus microfluidic spinning of functional fibers for biomedical applications.
Biomaterials 2017, 114, 121–143. [CrossRef]

105. Castro, F.; Kuhn, S.; Jensen, K.; Ferreira, A.; Rocha, F.; Vicente, A.; Teixeira, J.A. Continuous-flow precipitation of hydroxyapatite
in ultrasonic microsystems. Chem. Eng. J. 2013, 215, 979–987. [CrossRef]

106. Moradikhah, F.; Doosti-Telgerd, M.; Shabani, I.; Soheili, S.; Dolatyar, B.; Seyedjafari, E. Microfluidic fabrication of alendronate-
loaded chitosan nanoparticles for enhanced osteogenic differentiation of stem cells. Life Sci. 2020, 254, 117768. [CrossRef]
[PubMed]

107. Castro, F.; Kuhn, S.; Jensen, K.; Ferreira, A.; Rocha, F.; Vicente, A.; Teixeira, J.A. Process intensification and optimization for
hydroxyapatite nanoparticles production. Chem. Eng. Sci. 2013, 100, 352–359. [CrossRef]

108. Wilson, O.C.; Hull, J.R. Surface modification of nanophase hydroxyapatite with chitosan. Mater. Sci. Eng. C 2008, 28, 434–437.
[CrossRef]

109. Palazzo, B.; Iafisco, M.; Laforgia, M.; Margiotta, N.; Natile, G.; Bianchi, C.L.; Walsh, D.; Mann, S.; Roveri, N. Biomimetic
Hydroxyapatite–Drug Nanocrystals as Potential Bone Substitutes with Antitumor Drug Delivery Properties. Adv. Funct. Mater.
2007, 17, 2180–2188. [CrossRef]

110. Laurencin, C.; Attawia, M.; Lu, L.; Borden, M.; Lu, H.; Gorum, W.; Lieberman, J. Poly (lactide-co-glycolide)/hydroxyapatite
delivery of BMP-2-producing cells: A regional gene therapy approach to bone regeneration. Biomaterials 2001, 22, 1271–1277.
[CrossRef]

http://doi.org/10.1016/j.ceramint.2020.12.026
http://doi.org/10.1021/ac103336h
http://doi.org/10.1063/1.5025329
http://doi.org/10.1016/j.cplett.2004.08.006
http://doi.org/10.1039/C6CP00474A
http://doi.org/10.1039/C5CP01986A
http://doi.org/10.1016/j.ceramint.2017.08.164
http://doi.org/10.1016/j.msec.2005.01.011
http://doi.org/10.1039/b914379c
http://doi.org/10.1016/j.msec.2019.04.037
http://doi.org/10.1021/ie9005436
http://doi.org/10.3389/fbioe.2019.00168
http://www.ncbi.nlm.nih.gov/pubmed/31380359
http://doi.org/10.1080/10408347.2016.1169912
http://doi.org/10.1021/acsabm.9b00853
http://doi.org/10.1021/acs.langmuir.0c02408
http://www.ncbi.nlm.nih.gov/pubmed/33482065
http://doi.org/10.1016/j.nano.2015.04.005
http://www.ncbi.nlm.nih.gov/pubmed/25933690
http://doi.org/10.1016/j.colsurfa.2020.126072
http://doi.org/10.1016/j.biomaterials.2016.10.040
http://doi.org/10.1016/j.cej.2012.11.014
http://doi.org/10.1016/j.lfs.2020.117768
http://www.ncbi.nlm.nih.gov/pubmed/32407840
http://doi.org/10.1016/j.ces.2013.01.002
http://doi.org/10.1016/j.msec.2007.04.005
http://doi.org/10.1002/adfm.200600361
http://doi.org/10.1016/S0142-9612(00)00279-9


Molecules 2021, 26, 3190 20 of 22

111. Ono, I.; Yamashita, T.; Jin, H.-Y.; Ito, Y.; Hamada, H.; Akasaka, Y.; Nakasu, M.; Ogawa, T.; Jimbow, K. Combination of porous
hydroxyapatite and cationic liposomes as a vector for BMP-2 gene therapy. Biomaterials 2004, 25, 4709–4718. [CrossRef]

112. D’Elía, N.L.; Gravina, A.N.; Ruso, J.M.; Laiuppa, J.A.; Santillán, G.E.; Messina, P.V. Manipulating the bioactivity of hydroxyapatite
nano-rods structured networks: Effects on mineral coating morphology and growth kinetic. Biochim. Biophys. Acta (Bba) Gen. Subj.
2013, 1830, 5014–5026. [CrossRef]

113. Sartuqui, J.; Gravina, A.N.; Rial, R.; Benedini, L.A.; Ruso, J.M.; Messina, P.V. Biomimetic fiber mesh scaffolds based on gelatin
and hydroxyapatite nano-rods: Designing intrinsic skills to attain bone reparation abilities. Colloids Surf. B Biointerfaces 2016,
145, 382–391. [CrossRef]
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